D-FK95-25

FET#E Refractive Index**

437944

L (nm)

N325.42 2325.42 1.423503
0197009 1970.09 1.426112
Ny529.58 1529.58 1.428905
N1060.0 1060.0 1.431792
n, 1013.98 1.432119
ng 852.11 1.433470
n, 706.52 1.435203
Nc 656.27 1.436018
ne 643.85 1.436245
NpeNe 632.8 1.436457
np 589.29 1.437399
Ny 587.56 1.437440
ne 546.07 1.438546
ng 486.13 1.440650
ng: 479.99 1.440911
n, 435.83 1.443121
n, 404.66 1.445149

n; 365.01 1.448556
N313.18 313.18 1.455310
302,15 302.15 1.457268

@.ﬁ!{’&i’ﬁ%"ﬁ Constants of Dispersion Formula

K,
L,
K,
L,
K,
Ls

P RBE REBEE Constants of dn/dt

9.89211963E-01
5.06590700E-03
6.01412620E-02
1.97053860E-02
6.85377886E-01
1.58935083E+02

Dy -2.24E-05
D, -5.60E-09
D, -9.96E-12
E, 3.32E-07
E, 4.01E-12
Ak (pm) 0.182
RS
BEEE (O
Range of Temperature t
-60~-40 -5.5
-40~-20 -6.0
-20~0 -6.4
0~20 -6.8
20~40 -6.9
40~60 -7.1
60~80 -7.2
80~100 -7.6
100~120 -7.9
120~140 -8.0

c’
-5.4
-5.8
-6.1
-6.6
-6.7
-1.0
-7.3
-1.5
-7.8
-1.8

ng= 1.437440
n,= 1.438546

V= 94.44
V.= 93.99

ﬁﬁ%ﬂﬁé& Relative Partial Dispersions

P, 02917 P, 0.2895
Pc, 05501 P’eg 0.5947
Pyc 03070 P’y 0.2561
P 02388 P’.q 0.2370
Pyr 0.5335 P’yp 0.4736
P, 0.7355 P, 0.7302
FHAEL Abnormal Dispersions
AP, -0.1495 AP, -0.0750
APy, 0.0159 AP,y 0.0486
EEBE Color Code

Ago /s 310/-
Aao /s

MR Thermal Properties
T, (C) 409
T, (C) 446
Tio™ (C) 380
Ti" (C) 403
T %(C) 482
0‘-30/70“(3(1077/ K) 143
0‘100/300“0(10_7/14) 169
A[W/(m-K)]

L2 EH  Chemical Properties
Grade

Dy 1
D, 2
CR 1
RC(S) 1
RA(S) 2

dn/dt relative(10°%/°C)
d e
-5.4 -5.4
-5.7 -5.7
-6.1 -6.0
-6.5 -6.4
-6.7 -6.5
-7.0 -6.9
-7.2 -7.1
-7.4 -7.3
-7.6 -7.6
-7.8 -7.7

F
-5.2
-5.5
-6.0
-6.3
-6.5
-6.8
-6.8
=13
-1.4
-1.5

Temperature Coefficients of Refractive Index

-5.1
-5.4
-5.9
-6.1
-6.4
-6.6
-6.8
212
-7.3
-1.3

= 0.004632
ng-ner = 0.004666

Ng - Nc

V‘]%Bﬁﬁ$ Internal Transmittance T

A (nm) 7 (5mm) 7 (10mm)
2400 0.999 0.998
2200 0.999 0.999
2000 0.999 0.999
1800 0.999 0.999
1600 0.999 0.999
1400 0.999 0.999
1200 0.999 0.998
1060 0.999 0.998
1000 0.999 0.998
950 0.999 0.998
900 0.999 0.998
850 0.999 0.998
800 0.999 0.998
700 0.999 0.998
650 0.999 0.998
600 0.999 0.998
550 0.999 0.998
500 0.999 0.998
480 0.998 0.997
460 0.998 0.997
440 0.998 0.996
420 0.998 0.996
400 0.998 0.996
390 0.998 0.996
380 0.997 0.995
370 0.997 0.994
360 0.994 0.988
350 0.991 0.983
340 0.980 0.961
330 0.962 0.926
320 0.925 0.856
310 0.855 0.731
300 0.752 0.566
290 0.620 0.384
280 0.488 0.238

HUBEE B Mechanical Properties

Hy (10Pa) 348
Fa 355
E (10'Pa) 7195
G (107Pa) 2764
i 0.302
B (10"%/Pa) 0.62

FHAhPER  Other Properties
p (g/cmS) 3.52

£  Remarks
sk iR K I Z anneal rate 25°C/h
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