ng= 1.620870 vy= 63.83 ng-ne = 0.009727
D-ZPK1A 621638 n:= 1.623190 ui= 63.51 np- ; = 0.009812
Pr5ZE Refractive Index* FEAXTEB 43 B Relative Partial Dispersions P EBZEILZ Internal Transmittance T
A (nm) P, 0.2740 |P’, 0.2716 A (nm) T (5mm) T (10mm)
N5 2325.42 1.594251 Pc 0.5338 |P°cg 0.5770 2400 0.956 0.913
1197009 1970.09 1.598961 Pyc 0.3039 |P’yc 0.2534 2200 0.970 0.942
1520 55 1529.58 1.604023 P 0.2385 |P’ 0.2364 2000 0.986 0.972
10600 1060.0 1.609424 Pp 0.5433 [P’ 0.4821 1800 0.992 0.985
n, 1013.98 1.610057 P, 0.7642 [P, 0.7575 1600 0.997 0.995
n, 852.11 1.612722 1400 0.999 0.998
n, 706.52 1.616236 SEAE Abnormal Dispersions 1200 0.999 0.998
ne 656.27 1.617914 AP, -0.0393 |AP( -0.0189 1060 0.999 0.998
ne 643.85 1.618384 APy, 0.0027 |AP,; 0.0063 1000 0.999 0.998
Mo e 632.8 1.618824 950 0.999 0.998
np 589.29 1.620783 900 0.999 0.998
ny 587.56 1.620870 ZBE Color Code 850 0.999 0.998
n, 546.07 1.623190 Aso/As 360/- 800 0.998 0.997
ny 486.13 1.627641 Ao /s 700 0.998 0.997
ng 479.99 1.628196 650 0.997 0.995
n, 435.83 1.632926 600 0.998 0.996
n, 404.66 1.637303 550 0.998 0.996
I 365.01 1.644736 #ME Thermal Properties 500 0.997 0.995
N33 18 313.18 1.659735 T, (C) 546 480 0.997 0.994
N300 15 302.15 1.664147 T, ('C) 580 460 0.996 0.993
T,o'* ('C) 502 440 0.995 0.990
T,o" (C) 531 420 0.994 0.989
BEHEARE S Constants of Dispersion Formula T, %(C) 645 400 0.991 0.983
K, 7.23324526E-01 03070 (107/K) 105 390 0.986 0.973
L, 2.88945758E-03 oo000c(107/K) 128 380 0.977 0.955
K, 8.63552452E-01 A[W/(mK)] 370 0.957 0.915
L, 1.42439384E-02 360 0.916 0.839
K, 9.85077169E-01 350 0.842 0.710
L, 1.16596916E+02 A% Chemical Properties 340 0.730 0.530
Grade 330 0.560 0310
ot R E R BES Constants of dn/dt | Dy 1 320 0.400 0.160
D, -1.27E-05 D, 4 310 0.240 0.060
D, 7.36E-09 CR 1 300 0.170 0.030
D, -1.75E-13 RC(S) 1 290
E, 4.58E-07 RA(S) 1 280
E, 2.54E-10
Mr(pm) 0.183
YLBEEE Mechanical Properties
WHREERE  Temperature Coefficients of Refractive Index Hy (107Pa)
BEWHE (C) dn/dt relative(10/°C) F\ 340
Range of Temperature t c’ d e F’ g E (10'Pa) 7911
-60~-40 4.1 3.6 3.8 3.4 33 2.8 G (10'Pa) 3073
-40~-20 43 3.9 3.9 3.7 3.5 3.2 n 0.287
-20~0 4.4 -4.1 4.0 3.9 -3.6 3.4 B (10"%/Pa) 0.87
0~20 4.5 43 4.1 4.0 3.8 3.5
20~40 -4.6 4.4 42 4.1 -39 35 HAhtEE  Other Properties
40~60 4.7 4.4 4.2 4.0 3.7 3.5 p (g/em’) \ 3.69
60~80 4.5 4.2 4.0 4.0 3.6 3.3
80~100 4.5 4.2 4.0 4.0 3.6 3.3 £&VE  Remarks
100~120 4.5 4.1 -4.0 -4.0 3.6 3.3 *: B K # Z anneal rate 4°C/h
120~ 140 4.5 4.1 4.0 4.0 3.6 33
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