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ng= 1.593490
n,= 1.595595

V3= 67.29
V.= 67.03
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MR Thermal Properties
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Range of Temperature t
-60~-40 2.3
-40~-20 2.4
-20~0 23
0~20 23
20~40 23
40~60 2.3
60~80 23
80~100 2.4
100~120 2.4
120~140 23
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L2 EH  Chemical Properties
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Temperature Coefficients of Refractive Index

Grade

-1.3
-1.4
-1.5
-1.5
-1.5
-1.4
-1.4
-1.4
-1.3
-1.2

Ng - Nc

= 0.008820
ng-ner = 0.008886

V‘]%Bﬁﬁ$ Internal Transmittance T

A (nm) 7 (5mm) 7 (10mm)
2400 0.907 0.823
2200 0.934 0.872
2000 0.968 0.938
1800 0.983 0.966
1600 0.994 0.988
1400 0.997 0.995
1200 0.999 0.998
1060 0.999 0.998
1000 0.999 0.998
950 0.999 0.998
900 0.999 0.998
850 0.999 0.998
800 0.998 0.996
700 0.998 0.996
650 0.998 0.996
600 0.998 0.997
550 0.998 0.997
500 0.998 0.997
480 0.998 0.996
460 0.998 0.996
440 0.996 0.993
420 0.997 0.994
400 0.996 0.992
390 0.993 0.986
380 0.989 0.979
370 0.978 0.957
360 0.957 0.915
350 0.914 0.836
340 0.835 0.697
330 0.708 0.501
320 0.526 0.277
310 0.315 0.099
300
290
280

AR Mechanical Properties

Hy (107Pa) 446
Fa 270
E (10'Pa) 8128
G (107Pa) 3197
1 0.271
B (10"%/Pa) 1.34

FHAhPER  Other Properties
p (g/cmS) 3.36

%7 Remarks

CDGM
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