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Range of Temperature

-60~-40
-40~-20
-20~0
0~20
20~40
40~60
60~80
80~100
100~120
120~140

ng= 1.63962
n.= 1.64277

vy= 4827
V.= 47.90

ﬁﬁ%ﬂﬁé& Relative Partial Dispersions

Py, P

Pcs Pes

Pyc 02989 P’y 0.2497
Pegy 0.2376 P’.4 0.2346
Pyr 0.5615 P’,p 0.4963
Pin P’in

FHAEL Abnormal Dispersions

APc, AP¢
APg, 0.0001 AP, -0.0020
EEE Color Code
Ago/As 370/330
Ao /As
#PMEFR  Thermal Properties
T, (C) 621
T, (C) 670
Tio™ (C) 562
T (C) 601
Ty, (C)
0‘-30/70“(3(1077/ K) 61
0‘100/300“0(10_7/14) 75
AMW/(m-K)]
L2 EH  Chemical Properties
Grade
Dy 1
Da 3
CR
RC(S) 1
RA(S) 3

Temperature Coefficients of Refractive Index
dn/dt relative(10°%/°C)
d e F’ g

CV

=0.013250
ne-ne = 0.013418

ng- e

V‘]%Bﬁﬁ$ Internal Transmittance T

A (nm) 7 (5mm) 7 (10mm)
2400 0.924 0.854
2200 0.959 0.919
2000 0.985 0.971
1800 0.992 0.985
1600 0.997 0.995
1400 0.999 0.998
1200 0.999 0.998
1060 0.999 0.998
1000 0.998 0.997
950 0.998 0.996
900 0.998 0.996
850 0.997 0.995
800 0.996 0.993
700 0.996 0.992
650 0.995 0.991
600 0.995 0.991
550 0.996 0.992
500 0.995 0.990
480 0.994 0.988
460 0.993 0.986
440 0.992 0.984
420 0.990 0.980
400 0.983 0.967
390 0.975 0.951
380 0.962 0.925
370 0.936 0.877
360 0.880 0.780
350 0.780 0.610
340 0.570 0.330
330 0.240 0.060
320
310
300
290
280

AR Mechanical Properties

Hy (10'Pa) 482
Fa 128
E (10'Pa) 7731
G (107Pa) 3052
m 0.266
B (107'%/Pa)

FH AR Other Properties
p (g/cmS) 3.83

%7 Remarks

CDGM
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